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CERTIFICATE OF ANALYSIS: 202403280031 

 

Chemical Compositions / wt% 

Element Specification Tested 

Cu 99.95 min. 99.97 

Zn 0.008 max. 0.0004 

Sn 0.008 max. 0.0002 

S 0.005 max. 0.001 

O 0.05 max. 0.021 

Si 0.007 max. 0.002 

Standards: GB/T 23942 

 

Powder Property 

Particle Size Distribution 

(laser diffraction analysis) 

D10/um D50/um D90/um Standards 

16.25 43.28 72.83 GB/T 19077 

Flowability (s/50g) 36 GB/T 1482 

Apparent density (g/cm3) 4.49 GB/T 1479.1 

Test condition: Temperature 25°C, Humidity 40% 
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Judgement: Pass 

Check: Y. Tang 

Approval: L. Zhang 

Date: 2024-03-28 

Material Grade Cu Powder Product No. C0000-G-0075 

Production Date 2024-01-16 Order No. KRT-240217 

Lot No. 20240116-01 Quantity 20kg 

Process Gas Atomizing Powder Size 0-75μm 


